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Surface Flammability' Smoke and Toxic Gas
Generation of "Honeycomb Core Panel"

A Report To: Rigidized Metals CorP.
658 Ohio Street
Buffalo, N.Y. 14203
USA

Phone: (716)849-4715
Email: danhellwig@igidized.com

Attention: Dan Hellwig
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